AVERAGE POLYESTER
MICRON RAYON POLYPRO BLEND

150 0.5 0z

100 0.6 Oz

85 0.7 0z 0.750Z 0.4 Oz
70 0.8 Oz 0.6 Oz
50 1.0 0z 1.0 0Z 0.8 Oz
40 1.0 0Z
30 1.250Z 1.250Z 1.2502
25 1.5 O£ 1507

20 1.8 0Z 2.00z 1.5 07
10 2.8 0Z 2.250Z 1.8 0Z

5 2.5 0Z 2.50Z



